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Introduction. To fabricate optimal hard and wear-resistant coatings it is necessary to tailor their 
mechanical and structural properties for an optimal industrial application. We are exploring elastic and 
structural properties of refractory metal (Ta, Nb, Mo and W) thin films of different thicknesses fabricated 
by DC magnetron spattering technique on single crystalline Si substrates. 

Fabrication. We have fabricated refractory hard Ta, Nb, Mo and W thin films on Si (100) substrates 
with film thicknesses ranging from 20 to 500 nm using DC magnetron sputtering technique. Ar+ gas was 
used for generating plasma and its working pressure was set at 4^5x10 -3 mbar. 

Characterization. Quartz crystal microbalance [1] attachment, placed next to the substrates, was 
used at every deposition to determine the film densities. Film thicknesses were determined by cross-
sectional SEM. Young's moduli of these "slow" refractory films on "fast" Si substrate were obtained by 
measuring ultrasonic phase velocity of nanosecond laser pulse-induced surface acoustic waves as a 
function of wave frequency (phonon dispersion), and by taking into account measured film thicknesses 
and densities, as well as substrate density [2]. The films microstructure and orientation were deduced 
from 0-20 scan X-ray diffraction analysis. 

Results and discussion. Measured Young's moduli presented in figure 1 show that for W, Ta and Mo 
films Young's moduli increase and approach their bulk values with the growth of films thicknesses. The 
thinnest and the thickest Nb films have Young's modulus values higher than the bulk values. For the 
thinnest Nb films this is probably due to the substrate effect on the measurements since Nb bulk Young's 
modulus is lower than that of Si substrate (165.3 GPa). With the increase of Nb film thickness effect 
reduces. But for the thickest Nb film, its effect probably appears again due to buckling/delamination or 
cracking within the film, which can be caused by high intrinsic stress generation as the film thickness 
grows. 

Conclusions. For different refractory metals the results obtained on measured densities are in 
agreement with their elemental masses, but differ for film and bulk Young moduli of Ta and Mo. Optimum 
thickness and roughness of refractory sputtered films can be reached based on the highest values of 
Young's modulus. 
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