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Abstract: In this work, a hydrogel system was produced via radical polymerization of N,N-dimethylacrylamide and 2-acrylamido-2-methylpropanesulfonic acid in the presence of N,N-methylene-bis-acrylamide
as a crosslinker and ammonium persulfate as an initiator. Parameters that impact the conversion of
copolymerization (such as initial concentration of monomers, temperature, initiator dose, and time) were
studied. The swelling degree of the hydrogel was investigated with the addition of a crosslinker and
initiator at different pH levels. A hydrogel with high conversion and high swelling degree was selected
to investigate their ability for adsorption of Pb(II) ions from solutions. Adsorption behavior of Pb(II) ions
in a hydrogel was examined as a function of reaction time and concentration of lead ions from a solution
of Pb(II) ions.
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1. Introduction
In recent years, hydrogels have received broad interest due their unique properties,
such as elasticity and swelling. Hydrogels produced from crosslinked polymers have been
widely used in agriculture [1], gene delivery [2], drug delivery [3–5], thermo sensitive
materials [6], pharmaceutical [7], food industry [8], diagnostics [9], wound dressing [10],
contact lenses [11], etc.
Among them, poly(acrylamide)-based hydrogel has been applied in many areas
including dye removal [12], heavy-metal removal [13], film making [14], tissue engineering [15], smart polymers [16], and linear polymers [17]. An N,N-dimethylacrylamide
(DMAA) is an N-substituted dimethyl acrylamide monomer that produces such hydrogels
as crosslinked by various crosslinkers.
Zaborina et al. prepared poly(DMAA) homopolymers in frozen media using red-ox
initiator and a small number of crosslinkers, which resulted in crosslinked high-swelling
cryogels [18]. In combination with other monomers, DMAA is applied to produce a wide
variety of materials, which include the application of hydrogel to protect seeds in soils and
enhance their biocompatibility in medical fields [19]. As well as these, DMAA can be used
to form intermolecular complexes with polyelectrolytes, such as polyacrylic acid, which is
applied as a smart material with changes of pH [20].
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In copolymerization with N,N-dimethylacrylamide (DMAA), 2-acrylamido-2-methylpropanesulfonic acid (AMPS) was used to increase the water retention properties of hydrogel,
since AMPS has the capability of large water adsorption [21,22]. The sulfonate group dissociates
in all pH ranges [23,24]. Therefore, AMPS hydrogels exhibit pH-independent swelling behavior,
which gives them applications across a wide variety of fields [25–27]. The negatively charged
sulfate ions of AMPS usually pair with metal ions [28,29].
In many studies, copolymers of DMAA and AMPS with acrylic acids and amides
were studied. However, there are too few or no studies that have investigated the kinetics
of synthesis and swelling degree depending on different parameters such as crosslinking
degree and monomer concentration, etc. In the present study, we intended to investigate the formation of a hydrogel consisting of a copolymer of DMAA and AMPS with
N,N 0 -methylenebis(acrylamide) as crosslinker, using a change of pH, concentration of
crosslinking agent, initiator, monomer, and temperature, and their swelling behavior. The
aim of the study was to find the optimum condition for the synthesis of such hydrogels.
Finally, we tested the synthesized hydrogel for metal-ion absorbency.
2. Materials and Methods
2.1. Materials
Monomers: N,N-dimethylacrylamide (DMAA) (code: 274135) and 2-acrylamido-2-propane
sulfonic acid (AMPS) (code: 282731), crosslinking agent: N,N0 -methylenebis(acrylamide) (code:
146072), and lead (II) nitrate (code: 228621). The above chemicals were purchased from Sigma–
Aldrich (St. Louis, Missouri, USA). Ammonium persulfate (NH4)2S2O8 (purity 99.7 wt.%)
(Initiator) was received from “LaborPharma” Ltd. (Almaty, Kazakhstan). All chemicals were
used as obtained without any further purification. Acetone (purity 99.9 wt.%) and all the other
organic compounds were bought from “Labchimprom” Ltd. (Almaty, Kazakhstan). Argon
(purity 99.995 wt.%) was ordered from “Ikhsan” Ltd. (Almaty, Kazakhstan). In all experiments,
distilled water was used with electrical conductivity of 2.4 mS/cm at 20 ◦ C.
2.2. Copolymerization
In the presence of (NH4 )2 S2 O8 initiator, polymerization reaction of Na-AMPS with
DMAA was performed at different molar ratios of monomers. The initiator concentration
used was from 0.05 to 0.1 wt.% of total mass of the monomers. The crosslinker concentration
was in the rage of 1.5–8.5 wt.% of total weight of the monomers. The ampoule containing
the monomers was sealed after purging with argon for 20 min and placed in a water bath at
controlled temperatures. After the required time, the hydrogels (copolymers) were washed
with fresh acetone to eliminate the unreacted monomers. All the copolymers were then
dried to constant weight under vacuum at 40 ◦ C.
2.3. Conversion of Polymerization
Percent conversions of polymerization were calculated by polymer weight yield
percentage. After polymers were eliminated from unreacted monomers by washing fresh
acetone several times, then polymers were dried to constant weight. Dried polymer weights
were divided by the starting monomer weight and multiplied by 100%.
2.4. Swelling Measurements
The hydrogels were soaked in distilled water at 25 ◦ C for 3 days to reach a swelling
equilibrium. The hydrogel was examined by weighing its mass after the swollen hydrogel
was further filtered by paper and cleaned with water. The swelling ratio (%Sr) was
calculated using the following equation.
%Sr =

Ms − Md
·100%
Md

(1)

Polymers 2021, 13, 3084

3 of 12

here, Ms and Md are the mass of initial and swollen hydrogel, respectively. The influence
of pH on the swelling degree was tested at the different pH levels. pH of the solution was
adjusted by NaOH and HCl solutions.
Likewise, swelling of the hydrogel depending on the crosslinker concentration was
investigated as a concentration of crosslinkers ranging from 1.5 to 8.5 wt.% of total weight
of the monomers.
2.5. Metal-Ion Absorbency Studies
The prepared hydrogel was also used to investigate adsorption of Pb(II) metal ion
from the metal-ion solutions. The Pb(II) ion solution was prepared by dissolving lead
nitrate in deionized water, at 298 K. In brief, 100 mg of polymer (hydrogel) sample was
placed in 15.0 mL solutions of metal ion with different concentrations (30, 50, and 70 mg/L).
At certain times, the hydrogel was taken out and the supernatants were further examined
to find absorbed ions. The concentration of the metal ion was determined on a UV-7504
spectrophotometer using its standard reagents.
The amount of adsorbed lead ions at any time t (Qt , mg/g) and at equilibrium (Qe ,
mg/g) was determined using the following equations:
Qt =

(C0 − Ct )∗V
m

(2)

(C0 − Ce )∗V
(3)
m
where C0 , Ct , and Ce (mg/L) represent initial concentration, concentration at time t, and
equilibrium of lead ions respectively; V (L) is the volume of lead ion solution, and m (g) is
the mass of the dry hydrogel [30].
Qe =

2.6. Data Presentation and Statistical Analysis
Two of the experiments were duplicated (Tables 1 and 2), each time finding very
similar results (very small standard error values).
Table 1. Initial calculation for standard errors.
Concentration

1 h Standard Errors

2 h Standard Errors

3 h Standard Errors

4 h Standard Errors

0.45%
0.85%

0.65
0.59

0.54
0.51

0.50
0.44

0.39
0.37

Table 2. Initial calculation for standard deviation and standard errors.
Concentration

1st Experiment

2nd Experiment

Standard Deviation

Root

Standard Error

0.45%

5

6.3

0.91

1.41

0.65

For example, in Figure 5, for concentrations of 0.45% and 0.85% (their selection was
random) we calculated the standard errors and the results are written below:
SE
For example, for concentration 0.45% for 1 h SEx = √
, n is number of experiments,
n
which in this instance is always 2.
Data were expressed as mean ± standard deviation. The values p < 0.05 were considered statistically significant. Statistical analysis was done using MS Excel 2010 software
version 14.0 (Washington, USA). Pearson’s correlation was used to analyze the association
between all studied parameters.
3. Results and Discussion
In this research, the effect of different parameters, including the concentration of
monomers, initiator, and crosslinkers on polymer conversion, was investigated.
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The initial concentration of monomer is very important for hydrogel conversion, because
a large number of radicals determines the degree of polymerization [31]. Figure 1 indicates the
conversion dependency on the reaction time at different monomer concentrations.

Figure 1. Conversion of 50–50% DMAA–AMPS hydrogel over time at various monomer concentrations. Conditions: initiator concentration 0.07% of total monomer mass, 0.74% crosslinker, reaction
temperature 60 ◦ C.

As the concentration of monomer is high, the diffusion rate of the monomer increases,
and a large number of active centers is produced, resulting in high conversion or polymerization in the end [32]. Moreover, with the increase of monomer concentration, the
influence of monomer concentration on polymerization becomes significant.
As shown in Figure 1, conversion increases with increasing concentration of monomer.
The greater the concentration of monomer, the greater the free-radical active centers form.
The higher reactivity of monomer DMAA in the radical copolymerization reaction due to
its resonance with a carboxyl group makes the monomers even more reactive in higher
monomer concentrations [33]. When the monomer concentration reaches 10 M, a considerable increase is observed in the polymer conversion (p < 0.5), while at 7.5 M and 5 M the
conversion of polymerization increased steadily (p < 0.5). It is clear from this figure that
increasing monomer concentration caused increasing polymerization rate. In free-radical
polymerizations, an auto-acceleration of polymerization rate is typically observed when
the monomer concentration is high.
The degree of polymerization was investigated at a constant monomer concentration
as a change of temperature and initiator concentration. In the study of polymerization, the
monomer concentration was fixed at 5 M (50–50% DMAA–AMPS molar ratio) and initiator
concentration was 0.07% of the total monomer mass. The whole reaction time used was 4 h
and was the same for all different temperatures.
Conditions: monomer molar ratio DMAA–AMPS 50–50%, initiator concentration
0.07% of total monomer mass, 0.74% crosslinker, total monomer concentration 5 M.
The temperature effect on the conversion of polymerization is described in Figure 2.
The radical concentration increases as the temperature rises, leading to an increase in the
conversion of polymerization [34].
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Figure 2. The influence of temperature on conversion of hydrogel synthesis.

If the temperature is less than 30 ◦ C, thermal decomposition of ammonium persulfate
initiator will be decreased, which leads to the formation of a very little amount of active
center that can polymerize. The conversion of polymerization increases as the temperature
rises from 30–60 ◦ C. This is because as the reaction conversion increases with temperature,
the generation of free radicals decreases, resulting in a very low increase in polymer yield
in the 60–65 ◦ C temperature range. As high temperature causes an increase to the rates of
chain termination reactions, a decrease was observed form 65 ◦ C to 70 ◦ C.
It is clear from Figure 2 that the conversion of polymerization increases as temperature
increases from 30 to 60 ◦ C. However, after 65 ◦ C, the conversion changes are not obvious.
The increase of the conversion can be ascribed to two important factors. The first one is
because of a higher reaction rate between the initiator and the backbone of the polymer.
The second factor is because the diffusion of the initiator into the monomer increases with
the increasing temperature. However, as can be seen from Figure 2, after 65 ◦ C, the chain
termination reaction occurs and thus forms small poymer chains [35].
Figure 3 shows the relationship of conversion and polymerization time at different
initiator concentrations. The conversion increases with the concentration of the initiator.
The increase in the conversion of polymerization with increasing initiator concentration
from 0.05% to 0.07% (p < 0.001) may be attributed to an increase in the active center of
the monomer and initiator molecules in the polymerization medium, and an increase
in the initiation and propagation rates of the polymer. However, further increase of the
initiator (more than 0.1%) leads to a slight decrease in conversion. This can be explained
by the higher rate of free-radical formation, leading to faster consumption of monomers.
Accordingly, shorter chains are formed and easily washed out by solvents [36].
The swelling degree of the hydrogel was observed in distilled water at room temperature using the gravimetric method. The copolymers obtained at 5 M of monomer (50%–50%
DMAA–AMPS molar ratio) and 0.07% of initiator concentration in total monomer mass
were used to investigate their swelling at different pHs.
A hydrogel consisting of DMAA and Na-AMPS should exhibit various swelling ratios
at different pHs since it possesses two oppositely ionized functional groups and dissociates
at that pH range. Figure 4 displays the swelling degree increases with increasing pH
values. This is mainly due to the amine groups of the DMAA. The electrostatic repulsion
among ionized groups causes the hydrogel to swell, which was relatively higher than
DMAA–AAm hydrogel [37].

Polymers 2021, 13, 3084

6 of 12

Figure 3. Influence of initiator concentration on conversion of 50–50% DMAA–AMPS hydrogel synthesis. Conditions: (0.74% crosslinker, total monomer concentration 5 M, reaction temperature 60 ◦ C).

Figure 4. The pH effect on swelling degree at different concentrations of crosslinkers. Hydrogel
(50–50% DMAA–AMPS molar ratio, initiator concentration 0.07% of total monomer mass, total
monomer concentration 5 M, reaction temperature 60 ◦ C) was tested.

In the low-pH range, due to the protonation of the sulfonate anions, the hydrogenbonding interaction between sulfonate groups dominates and leads to smaller hydrogels.
Therefore, as the polymer network shrinks, water molecules are difficult to penetrate. As a
result, swelling degrees of the hydrogels are reduced. On the contrary, at higher pH, sulfonate groups are ionized. Thus, electrostatic repulsion among sulfonate groups increases
to swell the polymer networks [38,39]. However, with further increasing pH to 9, the
“charge-screening effect” of the excess sodium ions in the swelling media shields the charge
of sulfonate acid anions. Thus, electrostatic repulsion between polymer chains is decreased,
resulting in a slight decrease in swelling degree [40,41]. The hydrogel networks increased
with the increase of concentration of crosslinking agent, which resulted in adsorbing more
water, and increasing the degree of swelling. For example, when the concentration of
crosslinking agent was 0.74%, the hydrogel exhibits high swelling performance. More
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absorbed water (ions in the water) increases the electrostatic repulsion among sulfonate
groups, which increases the swelling of the polymer networks. On the other hand, the less
electrostatic repulsion occurs in the concentration of crosslinking agent 0.15% due to the
less water inside the polymer networks.
Statistical analyses were done for the above-mentioned different crosslinker concentrations. p-value for 0.15% was 0.00075, all the other concentration p-values were close to zero
(p < 0.0001). Correlations with pH and swelling degree for all the crosslinker concentrations
were higher than 0.95 (for 0.74% 0.968, for 0.85% 0.967, for 0.56% 0.973, for 0.45% 0.957, and
for 0.15% 0.950).
Figure 5 shows the curves of swelling degree of the hydrogels. It can be seen from
Figure 5 that the swelling degree increased as the concentration of crosslinker increased.
When the crosslinker concentrations were 0.74% and 0.85% the swelling degree increased
sharply over the first two hours (p < 0.001 for both concentrations). After two hours,
p-values were 0.98 (for 0.74%) and 0.89 (for 0.85%) indicating that there were no significant
changes. p-values for the bottom three crosslinker concentrations (0.56%, 0.45% and 0.15%)
were 0.0070, 0.0011, and 0.0012, respectively. Generally, the swelling degree is influenced
by the density of crosslinking of the synthesized hydrogel. On contrary, as for DMAA
hydrogels, the hydrogel networks increased with the addition of crosslinking agent, which
resulted in adsorbing more water, and increasing the degree of swelling. Thus, the swelling
degrees increased with the increase of the concentration of crosslinking agent from 0.15%
to 0.74%. However, with further increase of the crosslinking agent’s concentration, the
swelling degree declines, which may suggest the greater degree of crosslinking of the
hydrogel remarkably enlarges the friction among the polymeric chains and consequently
reduces the space for water to enter in the process of swelling [42]. Thus, a lower swelling
degree was observed.

Figure 5. The effect of crosslinker concentration on the swelling degree of hydrogel. Hydrogel
(50–50% DMAA–AMPS molar ratio, initiator concentration 0.07% of total monomer mass, total
monomer concentration 5 M, reaction temperature 60 ◦ C) was used.

Metal-Ion Sorption Study
Sorption of Pb(II) ions by crosslinked hydrogel was investigated based on the contact
time and metal-ion concentration (30 mg/L, 50 mg/L and 70 mg/L) in solution. The
results showed that adsorption of Pb(II) by the hydrogel was greatly dependent on the
initial concentration of metal ions. Initially, after adding poly(DMAA–AMPS) hydrogel,
sorption rate increases due to there being a lot of space in the hydrogel network, and an
optimal removal efficiency was achieved in 4 h (Figure 6). When Pb(II) ion concentrations
were 30 mg/L, 50 mg/L and 70 mg/L the sorption process increased for the first five
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hours (p-values 0.002, p < 0.001 and p < 0.001), and after 5 h there were no significant
changes (p > 0.99 for all). Pearson’s correlation coefficients for all three values are (30 mg/L,
50 mg/L and 70 mg/L), which is higher than 0.9, suggesting a strong, positive association
between three variables.

Figure 6. Pb(II) ion adsorption at different times, at various initial concentrations (30 mg/L, 50 mg/L,
and 70 mg/L) of Pb(II) ions. Conditions: mass of dry hydrogel 100 mg, at 25 ◦ C. Hydrogel (50–50%
DMAA–AMPS molar ratio, initiator concentration 0.07% of total monomer mass, 0.74% crosslinker,
total monomer concentration 5 M) was used.

Figure 7 explains the pseudo-first-order model isotherms, while Figure 8 gives information on the pseudo-second-order isotherms. If the kinetic model best fits the pseudofirst-order reaction plot by giving R2 value close to 1, it indicates that the reaction is more
inclined towards physisorption. Similarly, if the reaction fits well to pseudo-second-order
model, it indicates an inclination towards chemisorption. Sorption kinetics of Pb(II) ions
by poly(DMAA–AMPS) hydrogel was analyzed by pseudo-first-order and pseudo-secondorder models (Figures 7 and 8). Parameters for pseudo-first-order plots were used as
follows: K1 , Qe were 0.0086, 24.03 mg/g and linearity was found to be 0.996. For pseudosecond-order models, parameters used were K2 , Qe and linearity were 0.003, 28.6 mg/g
and 0.98, respectively.
Experimental value of Qe was 26 mg/g (Figure 6). Both pseudo-first- and pseudosecond-order kinetics models gave a closer value of adsorption (Figures 7 and 8). This
shows that the pseudo-first and pseudo-second-order kinetics models both fit for adsorption kinetics [43–47]. However, Qe with a lower experimental value was found in
pseudo-second order, and vice versa in pseudo-first order. This phenomenon can be explained at early stages of the process by the diffusion effect due to greater Van Der Waals
forces in the sorption mechanism. In addition, the chemisorption may be slow, and restrict
the ion-exchange process during sorption [48,49].
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Figure 7. Pseudo-first-order models isotherms for Pb(II) removal by DMAA–AMPS hydrogel. Conditions: mass of dry hydrogel 100 mg; concentration of solution 30 mg/L and 25 ◦ C. Hydrogel (50–50%
DMAA–AMPS molar ratio, initiator concentration 0.07% of total monomer mass, 0.74% crosslinker,
total monomer concentration 5 M) was used.

Figure 8. Pseudo-first-order models isotherms for Pb(II) removal by DMAA–AMPS hydrogel. Conditions: mass of dry hydrogel 100 mg; concentration solution of 30 mg/L and 25 ◦ C. Hydrogel (50–50%
DMAA–AMPS molar ratio, initiator concentration 0.07% of total monomer mass, 0.74% crosslinker,
total monomer concentration 5 M) was used.

4. Conclusions
In this study, poly[DMAA-co-AMPS] hydrogels were prepared via free-radical polymerization. The conversion hydrogels were studied in a different monomer, initiator,
crosslinker concentration, and temperature.
In relatively higher monomer concentration (10 M), the resulting conversion was
the highest. However, smaller concentration (7.5 M and 5 M) also reached nearly to the
highest point. The optimum temperature for this hydrogel synthesis was found to be
60 ◦ C. It was found that an initiator with high concentration increases the reaction rate, but
does not always yield hydrogels. In terms of swelling, the swelling degree increased with
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the increase of pH. Finally, the optimum concentration of crosslinking agent for the best
swelling of hydrogels was found to be 0.74% of total monomer weight.
After selecting the best-swelling hydrogel with high conversion, the metal adsorption
capacity was tested. Based on our results, the optimal contact time for Pb(II) removal
by DMAA–AMPS hydrogel was 5 h. Experimental equilibrium adsorption of Pb(II) ions
(30 mg/L) 26 mg and pseudo-first- and pseudo-second-order kinetics models gave closer
values of adsorption of 24 mg and 28 mg, respectively.
Author Contributions: Z.T. and A.T. designed the work and its conceptualization; research methods
are developed by Z.O. and N.M.; statistical analysis was done by S.N.L.; The experiments were
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Funding: This research received no external funding.
Institutional Review Board Statement: Not applicable.
Informed Consent Statement: Not applicable.
Data Availability Statement: The data presented in this study are available upon request from the
corresponding author.
Conflicts of Interest: The authors declare no conflict of interest.

References
1.
2.
3.
4.
5.
6.
7.
8.
9.
10.
11.

12.

13.

14.
15.

Raju, K.M.; Raju, M.P. Synthesis of novel superabsorbing copolymers for agricultural and horticultural applications. Polym. Int.
2001, 50, 946–951. [CrossRef]
Rey-Rico, A.; Cucchiarini, M. Supramolecular Cyclodextrin-Based Hydrogels for Controlled Gene Delivery. Polymers 2019, 11,
514. [CrossRef] [PubMed]
Hamidi, M.; Azadi, A.; Rafiei, P. Hydrogel nanoparticles in drug delivery. Adv. Drug Deliv. Rev. 2008, 60, 1638–1649.
[CrossRef] [PubMed]
Yang, L.; Chu, J.S.; Fix, J.A. Colon-specific drug delivery: New approaches and in vitro/in vivo evaluation. Int. J. Pharm. 2002,
235, 1–15. [CrossRef]
Shantha, K.L.; Harding, D.R.K. Synthesis and evaluation of sucrose-containing polymeric hydrogels for oral drug delivery. J. Appl.
Polym. Sci. 2002, 84, 2597–2604. [CrossRef]
Park, M.-R.; Chun, C.; Ahn, S.-W.; Ki, M.-H.; Cho, C.-S.; Song, S.-C. Sustained delivery of human growth hormone using a polyelectrolyte complex-loaded thermosensitive polyphosphazene hydrogel. J. Control. Release 2010, 147, 359–367. [CrossRef] [PubMed]
Kashyap, N.; Kumar, N.; Kumar, M. Hydrogels for pharmaceutical and biomedical applications. Crit. Rev. Drug Carr. Syst. 2005,
22, 107–149. [CrossRef] [PubMed]
Chen, X.; Martin, B.D.; Neubauer, T.K.; Linhardt, R.J.; Dordick, J.S.; Rethwisch, D.G. Enzymatic and chemoenzymatic approaches
to synthesis of sugar-based polymer and hydrogels. Carbohydr. Polym. 1995, 28, 15–21. [CrossRef]
Plunkett, K.N.; Jeffrey, S.M. Patterned Dual pH-Responsive Core−Shell Hydrogels with Controllable Swelling Kinetics and
Volumes. Langmuir 2004, 20, 6535–6537. [CrossRef]
Panprung, S.; Uracha, R.; Supaphol, P. Preparation and characterization of asiaticoside-loaded alginate films and their potential
for use as effectual wound dressings. Carbohydr. Polym. 2011, 83, 1457–1469. [CrossRef]
Lira, M.; Santos, L.; Azeredo, J.; Yebra-Pimentel, E.; Real Oliveira, M.E.C.D. The effect of lens wear on refractive index of
conventional hydrogel and silicone-hydrogel contact lenses: A comparative study. Contact Lens Anterior Eye 2008, 31, 89–94.
[CrossRef] [PubMed]
Hernandez-Martínez, A.R.; Lujan-Montelongo, J.A.; Silva-Cuevas, C.; Mota-Morales, J.D.; Cortez-Valadez, M.; Ruíz-Baltazar,
Á.D.J.; Cruz, M.; Herrera-Ordonez, J. Swelling and methylene blue adsorption of poly(N, N -dimethylacrylamide- co -2hydroxyethyl methacrylate) hydrogel. React. Funct. Polym. 2018, 122, 75–84. [CrossRef]
Nakan, U.; Mun, G.A.; Shaikhutdinov, Y.M.; Yeligbayeva, G.Z.; Bieerkehazhi, S.; Negim, E.S.; Samatovna, B.S.; Nauryzova,
S.Z. Hydrogels based on N-isopropylacrylamide and 2-hydroxyethylacrylate: Synthesis, characterization and investigation its
antibacterial activity. Polym. Int. 2020, 69, 1220–1226. [CrossRef]
Morales-Wiemer, E.A.; Macossay, J.; Bucio, E. Radiation grafting of N,N-dimethylacrylamide and 2-hydroxyethylmethacrylate
onto polypropylene films by one step method. Radiat. Phys. Chem. 2013, 84, 166–169. [CrossRef]
Guiping, M.; Dongzhi, Y.; Qianzhu, L.; Kemin, W.; Binling, C.; Kennedy, J.F.; Jun, N. Injectable hydrogels based on chitosan
derivative/polyethylene glycol dimethacrylate/N,N-dimethylacrylamide as bone tissue engineering matrix. Carbohydr. Polym.
2010, 79, 620–627. [CrossRef]

Polymers 2021, 13, 3084

16.
17.

18.

19.
20.

21.
22.
23.
24.
25.

26.
27.
28.
29.
30.
31.
32.
33.
34.
35.
36.

37.
38.
39.
40.
41.

11 of 12

Melek, P.A.; Oguz, O. Highly stretchable self-healing poly(N,N-dimethylacrylamide) hydrogels. Eur. Polym. J. 2019, 59,
113–121. [CrossRef]
Abdiyev, K.Z.; Toktarbay, Z.; Zhenissova, A.Z.; Zhursumbaeva, M.B.; Kainazarova, R.N.; Nuraje, N. The new effective
flocculants—Copolymers of N,N-dimethyl-N,N-diallyl-ammonium chloride and N,N-dimethylacrylamide. Colloids Surf. A
2015, 480, 228–235. [CrossRef]
Zaborina, O.E.; Gasanov, R.G.; Peregudov, A.S.; Lozinsky, V.I. Cryostructuring of polymeric systems. The causes of the covalentlycrosslinked cryogels formation upon the homopolymerization of N,N-dimethylacrylamide in moderately-frozen aqueous media.
Eur. Polym. J. 2014, 61, 226–239. [CrossRef]
Contreras-Garcia, A.; Bucio, E.; Concheiro, A.; Alvarez-Lorenzo, C. Surface functionalization of polypropylene devices with hemocompatible DMAAm and NIPAAm grafts for norfloxacin sustained release. J. Bioact. Compat. Polym. 2011, 26, 405–419. [CrossRef]
Aoki, T.; Kawashima, M.; Katono, H.; Sanui, K.; Ogata, N.; Okano, T.; Sakurai, Y. Temperature-Responsive Interpenetrating Polymer Networks Constructed with Poly(acrylic acid) and Poly(N,N-dimethylacrylamide). Macromolecules 1994, 27,
947–952. [CrossRef]
Durmaz, S.; Okay, O. Acrylamide/2-acrylamido-2- methyl propane sulfonic acid sodium salt -based hydrogels: Synthesis and
characterization. Polymer 2000, 41, 3693–3704. [CrossRef]
Beuermann, S.; Buback, M.; Hesse, P.; Junkers, T.; Lacík, I. Free-radical polymerization kinetics of 2acrylamido-2methylpropanesulfonic acid in aqueous solution. Macromolecules 2006, 39, 509–516. [CrossRef]
Liu, X.; Tong, Z.; Hu, O. Swelling equilibria of hydrogels with sulfonate groups in water and in aqueous salt solutions.
Macromolecules 1995, 28, 3813–3817. [CrossRef]
Tong, Z.; Liu, X. Swelling equilibria and volume phase transition in hydrogels with strongly dissociating electrolytes.
Macromolecules 1994, 27, 844–848. [CrossRef]
Yang, C.; Liu, Z.; Chen, C.; Shi, K.; Zhang, L.; Ju, X.; Wang, W.; Xie, R.; Chu, L. Reduced graphene oxide-containing smart
hydrogels with excellent electro-response and mechanical properties for soft actuators. ACS Appl. Mater. Interfaces 2017, 9,
15758–15767. [CrossRef] [PubMed]
Jones, A.; Vaughan, D. Hydrogel dressings in the management of a variety of wound types: A review. J. Orthop. Nurs. 2005, 9,
1–11. [CrossRef]
Nalampang, K.; Panjakha, R.; Molloy, R.; Tighe, B.J. Structural effects in photo-polymerized sodium AMPS hydrogels crosslinked
with poly(ethylene glycol) dia-crylate for use as burn dressings. J. Biomater. Sci. Polym. Ed. 2013, 24, 1291–1304. [CrossRef]
Bekiari, V.; Sotiropoulou, M.; Bokias, G.; Lianos, P. Use of poly(N,N-dimethylacrylamide-co-sodium acrylate) hydrogel to extract
cationic dyes and metals from water. Colloids Surf. A 2008, 312, 214–218. [CrossRef]
Hu, X.; Wang, Y.; Zhang, L.; Xu, M.; Dong, W.; Zhang, J. Fabrication of Salecan/poly(AMPS-co-HMAA) semi-IPN hydrogels for
cell adhesion. Carbohydr. Polym. 2017, 174, 171–181. [CrossRef]
Ramos-Jacques, A.L.; Lujan-Montelongo, J.A.; Silva-Cuevas, C.; Cortez-Valadez, M.; Estevez, M.; Hernandez-Martínez, A.R. Lead
(II) removal by poly(N,N-dimethylacrylamide-co-2-hydroxyethyl methacrylate). Eur. Polym. J. 2018, 101, 262–272. [CrossRef]
Ayatzhan, A.; Tashenov, A.; Nurgeldi, A.; Zhanar, O.; Zhexenbek, T.; Kaldibek, A.; Nuraje, N. P (DADMAAC-co-DMAA):
Synthesis, thermal stability, and kinetics. Polym. Adv. Technol. 2020, 32, 2669–2675. [CrossRef]
Qiang, Y.; Zhicheng, Z.; Haiting, J.; He, W.; Ge, X. Formation of Monodisperse Polyacrylamide Particles by Radiation-Induced
Dispersion Polymerization: Particle Size and Size Distribution. J. Colloid Interface Sci. 2002, 253, 279–284. [CrossRef]
Abdiyev, K.Z.; Toktarbay, Z.; Zhenissova, A.Z.; Zhursumbaeva, M.B.; Kainazarova, R.N. Copolymerization of N,N-dimethyllN,N-diallylammonium Chloride with N,N-dimethylacrylamide. Polym. Sci. Ser. B 2015, 57, 217–223. [CrossRef]
Xiaona, W.; Qinyan, Y.; Baoyu, G.; Xiaohui, S.; Xun, S.; Shengxiao, Z. Kinetics of dispersion polymerization of dimethyl
diallylammonium chloride and acrylamide. J. Polym. Res. 2010, 18, 1067–1072. [CrossRef]
Jasaswini, T.; Dinesh Kumar, M.; Mithilesh, Y.; Kunj, B. Synthesis, characterization and applications of graft copolymer (chitosang-N,N-dimethylacrylamide). Carbohydr. Polym. 2010, 79, 40–46. [CrossRef]
Dauletov, Y.; Nuraje, N.; Abdiyev, K.; Toktarbay, Z.; Zhursumbaeva, M. Copolymers of Diallyldimethylammonium Chloride
and Vinyl Ether of Monoethanolamine: Synthesis, Flocculating, and Antimicrobial Properties. J. Surfact. Deterg. 2019, 22,
1129–1137. [CrossRef]
Tuncer, C.; Ilkay, A. Synthesis and network structure of ionic poly(N,N-dimethylacrylamide-co-acrylamide) hydrogels: Comparison of swelling degree with theory. Eur. Polym. J. 2006, 42, 1437–1445. [CrossRef]
Ahmed, J.; Guo, H.; Yamamoto, T.; Kurokawa, T.; Takahata, M.; Nakajima, T.; Gong, J.P. Sliding friction of zwitterionic hydrogel
and its electrostatic origin. Macromolecules 2014, 47, 3101–3107. [CrossRef]
Pourjavadi, A.; Hosseinzadeh, H.; Mazidi, R. Modified carrageenan. Synthesis and swelling behavior of crosslinked-g-AMPS
superabsorbent hydrogel with antisalt and pH-responsiveness properties. J. Appl. Polym. Sci. 2005, 98, 255–263. [CrossRef]
Lanthong, P.; Nuisin, R.; Kiatkamjornwong, S. Graft copolymerization, characterization, and degradation of cassava starch-gacrylamide/itaconic acid superabsorbents. Carbohydr. Polym. 2006, 66, 229–245. [CrossRef]
Devi, N.; Narzary, A. Release dynamics of brufen from a drug loaded polymer hydrogel containing polyvinyl alcohol, 2acrylamide-2-methylpropane sulfonic acid and acrylamide. Int. J. Polym. Mater. 2012, 61, 821–833. [CrossRef]

Polymers 2021, 13, 3084

42.

43.
44.
45.
46.
47.
48.
49.

12 of 12

Hu, X.; Feng, L.; Wei, W.; Xie, A.; Wang, S.; Zhang, J.; Dong, W. Synthesis and characterization of a novel semi-IPN hydrogel
based on Salecan and poly(N,N-dimethylacrylamide-co-2-hydroxyethyl methacrylate). Carbohydr. Polym. 2014, 105, 135–144.
[CrossRef] [PubMed]
Pei, Y.; Xu, G.; Wu, X.; Tang, K.; Wang, G. Removing Pb(II) Ions from Aqueous Solution by a Promising Absorbent of TanninImmobilized Cellulose Microspheres. Polymers 2019, 11, 548. [CrossRef] [PubMed]
Longinos, S.N.; Mahmut, P.M. Kinetic Analysis of Methane—Propane Hydrate Formation by the Use of Different Impellers.
ASC Omega 2021, 6, 1636–1646. [CrossRef]
Longinos, S.N.; Parlaktuna, M. The Effect of Experimental Conditions on Methane (95%)–Propane (5%) Hydrate Formation.
Energies 2020, 13, 6710. [CrossRef]
Longinos, S.N.; Parlaktuna, M. Kinetic Analysis of Dual Impellers on Methane Hydrate Formation. Int. J. Chem. React. Eng. 2020,
19, 155–165.
Longinos, S.N.; Parlaktuna, M. The Effect of Experimental Conditions on Methane Hydrate Formation by the Use of Single and
Dual Impellers. React. Kinet. Mech. Catal. 2021, 132, 771–794. [CrossRef]
Ho, Y.S.; Mckay, G. Pseudo-second order model for sorption processes. Proc. Biochem. 1999, 34, 451–465. [CrossRef]
Ho, Y.S.; Ofomaja, A. Pseudo-second-order model for lead ion sorption from aqueous solutions onto palm kernel fiber.
J. Hazard Mater. 2006, 129, 137–142. [CrossRef]

